
Designation: D4062 − 11 (Reapproved 2016)

Standard Test Method for

http://www.astm.org/COMMIT/COMMITTEE/D01.htm
http://www.astm.org/COMMIT/SUBCOMMIT/D0142.htm


5.4 Test Chart, plain white (for white or light tints) or
predominantly black chart (for deep tints) coated with a
suitable varnish or lacquer to render the test surface impervious
to the volatile portion of the paint.

5.5 Light Source,6oblique, to illuminate the test draw-down
and leveling standards (see Fig. 2).

5.6 Levelness Standards7—Three-dimensional full-scale
replicas of draw-downs made with the leveling test blade and
nine paints exhibiting very poor to very good leveling, for
comparison with the test draw-down.

6 A suitable light source may be constructed from the description given in 5.5
and Fig. 2 of this test method.

7 Leneta Draw-Down Levelness Standards, a series of nine 3 by 5 in. (75 by 125








