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Bristle thickness 0,8 mm 

Bristle length 440 mm visible 

Penetration depth 100 mm (see Figure 1) 

Speed of brush rotation approximately 120 min–1, opposite to direction of travel of test panel 
holder 

3.2 Spray nozzles, made of stainless steel: 
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d) the results of the test, including the results of the individual measurements and their mean, calculated as 
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