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3 Terms and defnitions
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8 Calculation and expression of results

8.1 Calculate the grand mean value,
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Annex A
(normative)

Test report for the calibration of ISO surface profle comparators and for
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Annex B
(normative)

Form for recording surface profle measurements made in accordance
with 1ISO 8503-4
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Annex C
(informative)

Guidance notes for the preparation and measurement of replicas
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