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Foreword 

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies 
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3.4 
stroke length 
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Saturate the abrasive pad with washing liquid to a final mass of (4,0 ± 0,5) g. Place the abrasive pad on the 
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9.2 Calculation of mean loss in film thickness 
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11 Test report 

The test report shall contain at least the following information: 

a) all details necessary for complete identification of the product tested (manufacturer, trade name, batch 
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A.5 Calculation of the dry-film density 

Calculate the dry-film density ρdf
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